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ABSTRACT  

Despite the wealth of research conducted the last three years on hybrid organic perovskites (HOP), several questions 
remain open including: to what extend the organic moiety changes the properties of the material as compared to all-
inorganic (AIP) related perovskite structures. To ultimately reach an answer to this question, we have recently 
introduced two approaches that were designed to take the stochastic molecular degrees of freedom into account, and 
suggested that the high temperature cubic phase of HOP and AIP is an appropriate reference phase to rationalize HOP’s 
properties. In this paper, we recall the main concepts and discuss more specifically the various possible couplings 
between charge carriers and low energy excitations such as acoustic and optical phonons. As available experimental or 
simulated data on low energy excitations are limited, we also present preliminary neutron scattering and ultrasonic 
measurements obtained and freshly prepared single crystals of CH3NH3PbBr3.  
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1. INTRODUCTION  
Following the recent breakthrough of hybrid organic perovskites (HOP) for low-cost photovoltaic (PV) devices, there 
has been a wealth of fundamental and applied research devoted to this class of 
materials[1][2][3][4][5][6][7][8][9][10][11]. Nonetheless, there are still many open fundamental open questions related 
to issue relevant to devices under working conditions. Among those, it is yet unclear whether or not “hybrid” is required 
to actually reach appropriate optoelectronic properties suited for PV technologies. Early studies on methylammonium 
(MA) lead-halide perovskites have clearly evidence the tumbling between various orientations of the organic cation, 
with a typical timescale of picoseconds [12][13][14][15]. This dynamics has been predicted to induce a dramatic 
reduction of the exciton binding energy due to dielectric screening [16], which has been confirmed experimentally 
[17][18]. To further rationalize effects of both the stochastic molecular orientational dynamics and the frozen static 
configurations on material properties, symmetry-based discrete pseudo-spin (PS) and continuous rotator functions have 
recently been introduced [19][20]. This has permitted the establishment of the criteria necessary for the coupling 
between molecular degrees of freedom and order parameters relevant to ferroelectric or antiferro-distorsive phase 
transitions. It also provides a framework to explore the linear coupling between acoustic or optical phonons to stochastic 
molecular degrees of freedom [20][21]. Meanwhile, little is known about vibrational modes in HOP, especially in the 
low energy part of the spectrum. For instance, there have been a few experimental and theoretical papers on Raman 
spectroscopy of HOP but with possible decomposition of the samples due to the significant photo-sensitivity of the 
material and the low frequency modes have only been addressed very recently but still above 50 cm-1[22]. Conversely, 
phonon dispersion curves have already been investigated along time ago for related all-inorganic halide perovskites 
(AIP), especially in CsPbCl3 by means of coherent neutron scattering measurements[24]. In the cubic phase, they reveal 
a very low energy (<2 meV) for the whole acoustic phonon density of states, and damped optical phonons undergoing an 
overdamping near the X, M and R points of the Brillouin zone (BZ), which can be explained by a strong anharmonicity 
induced by the light halogen atoms[23]. Unfortunately, a similar detailed study on the phonon dynamics of 3D HOP is 
still lacking, but comparable strongly anisotropic thermal ellipsoids for halides have already been 
reported[25][26][26].Incoherent neutron scattering experiments have been performed recently, and the measured 
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quasielastic scattering yielded information about molecular relaxational modes at high temperature in CH3NH3PbI3  and 
CH3NH3PbBr3 powders[27][28][29]. 

In this paper, we will first outline the approaches developed to tackle the stochastic molecular degrees of freedom. On 
one hand, the concept of PS offers a discrete symmetry-adapted representation of molecular cation’s orientations that is 
able to account for both elastic and electric multipoles[19][20]. On the other hand, rotator functions provide symmetry-
adapted continuous variables that are also well suited to account for the tumbling motion of the molecular axis in HOP, 
in the same way as they had for the CN- anion in NaCN[20][21]. From this and the Fermi golden combined to symmetry 
considerations allows to draw a general classification of the possible electronic couplings for AIP and HOP in the cubic 
reference phase. Next, we present preliminary coherent neutron scattering and ultrasonic measurements, which constitute 
the first report of data related to acoustic modes in HOP. These data have been recorded on a freshly synthetized 
CH3NH3PbBr3 single crystals. Crystal growth has been performed according to the inverse temperature crystallization 
recipe developed by M. I. Saidaminov et al.[30], except for the heating procedure using an oven instead of an oil bath. 

 

2. THEORETICAL ANALYSIS OF CARRIER COUPLING TO LOW ENERGY EXCITATIONS 

We first introduce a symmetry-based analysis of the Pm-3m high temperature cubic reference phase that incorporates 
both the intrinsic disorder and translational symmetry of the lattice[16][19][20]. It relies on a description of the 
electronic states that includes (i) effect of spin-orbit coupling (SOC), (ii) acoustic and optical phonons (Figure 1a) and 
(iii) stochastic molecular reorientations (Figure 1b), assuming a separation of the molecular translational (center of mass)  
and rotational degrees of freedom. Noteworthy, as a first approximation it neglects the linear rotational–vibrational 
coupling in the lattice, which is allowed by symmetry in the cubic phase. Such linear coupling can be accounted for in a 
second step in the modelling of the dynamical properties, since translational and orientational excitations may have the 
same irreducible representations (IR)[19][20]. 

 
(a)  (b) 
Figure 1: (a) Schematic representation of atomic translations for one of the triply degenerated Γ4

- polar optical mode of 
the Pm-3m hybrid perovskite cubic phase. The average shape of the molecules at the center of the unit cell is represented 
by large dark brown spheres, halogen atoms along the edges correspond to the small black spheres and metal atoms in 
the corners are shown as medium spheres. (b) Schematic representation of a molecular pseudospin (PS) at the center of 
the cubic cell (Γ1

+ irreducible representation), when the maximum of the orientational probability distribution of the 
molecular dipole is oriented towards the cubic cell facets. 

 

To take into account for the stochastic orientational molecular degrees of freedom, with long- or short-range 
correlations, continuous rotator functions and a simplified discrete pseudospin (PS) representation of the cations are an 
attractive solution[19][20][21]. In a local cubic environment, the discrete sets of symmetry equivalent molecular 
orientations can be classified into six scenarios. The simplest first three correspond to molecular dipoles pointing 
towards cubic cell facets (Figure 1b), a halogen atom or the center of an octahedron. In the PS picture a discrete variable 
is defined for each possible molecular orientation (all orientations defining the multiplicity of the variable/considered 
scenario), and amounts to 1 or 0 depending if the specific orientation is occupied or not. Symmetry-adapted 
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combinations of these discrete variables can then be constructed for a single crystal cell, which can be decomposed along 
the irreducible representations of the simple (without SOC) or double (with SOC) point group[9][16][19]. For instance, 
at the Γ point, the PS IR decomposition reads Γ1

++Γ3
++Γ4

- when molecules are preferentially pointing toward cubic cell 
facets. The symmetric (+) and asymmetric (-) PS IR correspond to elastic and electric multipoles, respectively. Elastic 
quadrupoles and electric dipoles are represented by the IR Γ3

+ and Γ4
-, respectively. Representative cases of cations in 

AIP and HOP are Cs+, FA+ (formamidinium) and MA+ (methylammonium).  They correspond respectively to the case 
where one has a sole electric monopoles, additional elastic multipoles, and both elastic and electric multipoles. The 
elastic multipole reflects the shape of the molecular cation (dumbbell-like for MA), mainly related to steric interactions, 
whereas the electric dipole may be strong (MA, 2.3D), much smaller (FA, 0.2D) or even vanishing for specific cations 
such as GA (guanidinium). The positive charge (electric monopole) carried by the molecular center of mass preserves 
Pm-3m symmetry, e.g. Cs+ in AIP. We stress that for both electric and elastic effects, spherical symmetry is not 
mandatory and corresponds to an oversimplification. Unlike monopoles, molecular elastic and electric multipoles do not 
necessarily preserve Pm-3m symmetry and entail implementing a suitable approach, which is afforded by the PS 
framework.  

A more complete description of the symmetry properties of the molecular excitations at low energy is possible thanks to 
stochastic rotator functions[20][21]. Molecular rotator functions are symmetry adapted functions able to change 
continuously when the orientations is changing. For instance, a combination of spherical harmonics will be suited to 
describe a linear molecule, which is a good approximation for the CN axis of MA. The rotation of methyl or ammonium 
groups can be further included by means of Wigner rotations matrices. Rotator functions allow deriving probability 
distributions that can be used to rationalize data obtained by diffraction experiments or simulations. As an example, 
dipolar electric and quadrupolar elastic autocorrelation functions computed from molecular dynamics trajectories helped 
to confront the DFT simulations and incoherent neutron scattering studies of MAPbX3 compounds [20].  

In the context of photovoltaic issues, it is of tremendous importance to determine the possible coupling between 
photoexcited species, both excitons and free charge carriers, and atomic collective modes (phonons) and/or molecular 
degrees of freedom. Using the Fermi golden-rule, the symmetry analysis of reveals that both elastic PS and polar PS 
mechanism are symmetry allowed (Table 1). The symmetry analysis of electron-phonon scattering processes reveals that 
polar phonons (Fröhlich FOP), as well as deformation potentials due to acoustic phonons (ADP) are of major concern for 
charge carrier mobilities in HOP (Table 1). Meanwhile, polar acoustic phonon mechanisms related to piezoelectricity 
(PZA) and non-polar optical phonon (ODP) mechanisms related to deformation potentials are predicted to vanish in the 
cubic Pm-3m reference phase. This result out of symmetry considerations shows that AIP and HOP form a new class of 
semiconductors with specific properties. By comparison, the piezoelectric electron–phonon (PZA) coupling is important 
in III-V semiconductors both for conduction band minimum (CBM) and valence band maximum (VBM) states, while it 
vanishes in group IV semiconductors for symmetry reasons. The Fröhlich interaction between delocalized CBM and 
VBM states and polar optical phonons (FOP) is especially important in AIP and HOP, because these materials are highly 
ionic by comparison to conventional III-V semiconductors (GaAs, InP, …). 
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Low	energy	lattice	excitations	

(Pm3m	cubic	phase)	

AIP	(CsPbX3)	

CBM				and				VBM	

(SOC	included)	

HOP	(MAPbX3	and	FAPbX3)	

CBM			and			VBM	

(SOC	included)	

Acoustic	phonons	 ADP	 ADP	

Optical	Phonons	 FOP	 FOP	

Molecular	Elastic	Pseudospins	 -	 EPS	

Molecular	Polar	Pseudospins	 -	 PPS	

 

Table 1: General classification of the possible electronic couplings for all-inorganic (AIP) and hybrid (HOP) perovskites 
in the cubic Pm3m reference phase. Possible couplings of conduction band minimum (CBM) and valence band 

maximum (VBM) band edge electronic states including spin-orbit coupling (SOC) with non-polar acoustic phonons 
(ADP), polar optical phonons (FOP) or elastic (EPS) and polar (PPS) pseudospins at Γ point. Polar piezo-acoustic 

phonon (PZA) and non-polar optical phonon (ODP) processes are predicted to vanish by symmetry. 

The Fermi golden rule can be used to computed numerically the scattering processes, and the charge mobilities are 
deduced from approximate equations for parabolic bands. The previously computed wavefunctions at the CBM and 
VBM were used for that purpose. FOP is the dominant mechanism in MAPbI3. It leads to RT carrier mobilities on the 
order of 80 and 120 cm2V-1s-1 for electrons and holes respectively (figure 2), in reasonable agreement with the highest 
experimental values reported so far.  

 
(a)  (b) 
Figure 2: Temperature dependence of electron (a) and hole (b) mobilities in MAPbI3.  The acoustic phonon (ADP 
process, dashed lines), polar optical phonon (FOP process, dotted lines), contributions to the total mobilities (solid lines) 
are indicated. The previously computed [9][16] wavefunctions at the conduction band minimum (CBM) and valence 
band maximum VBM used to compute the Fermi-golden rule scattering elements are given in insert (here the spin-orbit 
coupling (SOC) is not accounted for to simplify the representations). 
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3. NEUTRON SCATTERING STUDY OF MAPbBr3 

 

Coherent inelastic neutron scattering experiment has been perfomed using the triple-axis spectrometer 4F1 located on a 
cold-neutron source at the reactor Orphée (Laboratoire Léon Brillouin, CEA-Saclay) [31]. The incident and scattered 
beams were focused by a pyrolytic graphite 002 double-monochromator and analyzer, respectively. The collimation 
conditions were open. The final neutron wave vector was held fixed at 155.1 −Α=fk . A beryllium filter cooled with 
liquid nitrogen was placed after the sample to remove high-order neutrons from the beam.   

To measure phonons, it is necessary to grow large single crystals. Various single crystals of MAPbBr3 have 
been synthetized, purified and grown according to Ref. [30]. A large-size (~1cm3) single crystal MAPbBr3 has been used 
for the inelastic neutron scattering. The sample being protonated, a large background due to the incoherent neutron cross 
section of hydrogen was observed. The sample was mounted on a close-cycle refrigerator installed on the spectrometer 
sample table, ensuring a temperature stability less than 0.1K.  

The sample was mounted in a scattering plane such that reciprocal directions (1,0,0) and (0,1,1) were within the 
horizontal plane. We quote the wave-vector Q=	(H,K,L)	in	units	of	cubic	lattice	vector	a*=2π/a	~	1.06	A-1	(a=5.91	Å	is	
the	lattice	parameter).	Bragg reflections of the room temperature cubic phase Q=(H,K,K) are then accessible (figure 3-
a). This has been chosen in order to reach the superlattice reflections appearing in both the tetragonal and orthorhombic 
low temperature phases, which are occurring respectively at the M (1/2,1/2,0) and R (1/2,1/2,1/2) or equivalents points.  
The cubic to tetragonal phase transition occurs first around Tc ~225K in MAPbBr3 [32]. 

 We perform the intensity mapping in the reciprocal space of the (2,0,0) Bragg peak, a main reflection of the 
parent Pm3m cubic phase. Figure 3-a shows the elastic intensity mapping at T=180K well within the I4/mcm tetragonal 
phase. One clearly sees a splitting of the Bragg peak reflection of the parent cubic phase below Tc. The splitting reveals 
the progressive build-up of at least 3 symmetry-related crystalline domains. This experimental signature is consistent 
with the coupling between the lattice strain and the phase transition order parameter. 

Indeed, in oxide perovskites, Pm-3m to Pnma and Pm-3m to I4/mcm instabilities are competing, in the same 
way as in MAPbI3 and MAPbBr3.  The cubic (Pm-3m) to orthorhombic (Pnma) instability is related to the simultaneous 
condensation of R4

+ and M3
+ rotational modes of the lead halide octahedra, whereas the cubic (Pm-3m) to tetragonal 

(I4/mcm) instability only involves an order parameter of the R4
+ type.  More, the Pm-3m to I4/mcm instability is 

continuous and occurs at high temperature (about Tc=330K for MAPbI3 and Tc=225K for MAPbBr3). A Pnma phase is 
only observed at low temperature in both MAPbI3 and MAPbBr3 crystals. From the symmetry analysis, a linear-
quadratic coupling is also predicted in the cubic phase between the linearly coupled R4

+ order parameters and two 
components of the strain tensor, ε1+ ε2+ ε3 and 2ε3− ε1−ε2 that correspond to the Γ1

+ and Γ3
+ IR, respectively. The cubic to 

tetragonal phase transition thus presents an improper ferroelastic character.  

Next, we performed inelastic neutron scattering measurements around the (2,0,0) main Bragg peak of the cubic 
phase. Preliminary results are shown at room temperature on figure 3-b. It is the first direct experimental evidence of 
longitudinal (LA) and transverse (TA) acoustic phonon dispersions in 3D hybrid perovskites. The longitudinal and 
transverse mode have been measured at Q=(2.05,0,0) and Q=(2,-0.1,-0.1) respectively. For both scans, a peak is clearly 
sizeable above a large quasi-elastic background related to the incoherent scattering of hydrogen. The two spectra are 
shown with fitting curves that integrate the phonon peak component with damped harmonic oscillator, the quasielastic 
peak component (QE) and the background (BG). The peak components are also convoluted with the instrumental 
resolution function (of the order of 0.2meV here). A strong damping is also observed for both phonon lines; however, it 
affects more dramatically the longitudinal mode. A detailed temperature investigation is necessary to understand the 
influence of strain, lead halide octaedra or MA molecular stochastic rotations on the damping of LA and TA acoustic 
phonons.  
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(a)  (b) 
Figure 3: (a) Elastic intensity mapping of MAPbBr3 in the I4/mcm tetragonal phase (T=180K), around the (2,0,0) Bragg 
peak of the parent Pm3m cubic phase. The mapping is performed in the (H, K, K)) scattering plane. (b) Room 
temperature inelastic neutron scattering spectra of MAPbBr3 measured close to the (2,0,0) point of the reciprocal space. 
The longitudinal (LA) and transverse (TA) acoustic phonons are shown in the (a*, (b*+c*)) scattering plane. For both 
spectra, the total fitting curves are shown with background (BG) and quasielastic (QE) components.   

 

4. ULTRASONIC WAVES PROPAGATION IN MAPBBR3 

We used a smaller (~0.2cm3) single crystal of MAPbBr3 synthetized, purified and grown according to Ref.[30], for an 
ultrasonic time-domain reflectometry experiment at room temperature using a longitudinal probe at 7.46MHz (figure 4). 
The single crystal was carefully chosen in order to yield a [001] flat surface with a crystal thickness equal to 3mm 
(figure 4-b). A thin (<0.1mm) gel layer was used between the probe and the crystal in order to ensure a maximum 
transmission and reflection of the ultrasonic pulse.  

  
(a)  (b) 
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Figure 4: (a) Ultrasonic probe signal at 7.46MHz with full-wave rectification after the pulse emission at t=0. (b) 
Ultrasonic reflected signal for a MAPbBr3 crystal (insert). 

Figure 4-a shows the probe signal with full-wave rectification after the pulse emission at t=0. Notice the parasitic signal 
in the [1-2µs] time window. Figure 3-b shows the ultrasonic reflected signal for a MAPbBr3 crystal. Apart from the first 
echo, weaker parasitic replica are observed at higher times (>2.5 µs). These fluctuating replica are related to the thin 
layer of gel. The longitudinal LA sound speed deduced from the ultrasonic measurements was found to be equal to 
2900ms-1 ±200 ms-1, in good agreement with measurements on the LA mode by neutron scattering (previous section). 

 
 

5. CONCLUSION 
A general symmetry-based framework has been introduced to understand the influence of various scattering processes on 
the charged carrier mobilities in 3D HOP such as MAPbI3 or MAPbBr3. The Fermi golden rule can be used to further 
evaluate numerically the influence of the symmetry-allowed scattering processes. Experimental data are lacking for that 
purpose about low-frequency acoustic and optical phonon modes, and molecular relaxational processes. Large single 
crystals of MAPbBr3 have been grown and used to perform neutron scattering and ultrasonic characterization of low 
frequency acoustic phonon in different energy ranges. Neutron scattering experiments further reveal that the MAPbBr3 
crystal presents a coexistence of crystalline domains below the cubic to tetragonal phase transition at Tc=225K. This 
observation is consistent with the improper ferroelastic character of the phase transition as predicted from the symmetry 
analysis of phonon and molecular relaxational modes.  
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